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High-voltage (HV) automotive components are being packaged in diverse 
locations ranging from high in the engine to the fully exposed underbody. 
The different packaging locations introduce variable exposure and 
corrosive load such as road splash and mud. This session explores how 
component location and protective shielding influence the subsequent 
performance of HV components. Several case studies from recent vehicle 
tests provide a comparative analysis across different packaging zones. 
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